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National foreword
This standard has been published in accordance with a decision taken by CEN/TC 249 to adopt, without
alteration, International Standard ISO 527-3 as a European Standard.
The responsible German body involved in its preparation was the Normenausschuss Kunststoffe (Plastics
Standards Committee), Technical Committee Kunststoff-Folien und kunststoffbeschichtete Flächengebilde
(Kunstleder); allgemeine Eigenschaften.
DIN EN ISO 527-1 and DIN 53360 are the standards corresponding to International Standards ISO 527-1 and
ISO 4593, respectively, referred to in clause 2 of the EN.

Amendments
This standard differs from the October 1995 edition in that some corrections have been made in figures 3
and 4.

Previous editions
DIN 53371: 1955-10, 1959-09; DIN 53455: 1952-10, 1968-04, 1981-08; DIN EN ISO 527-3: 1995-10;
DIN EN ISO 527-3 Corr 1: 1998-09.

National Annex NA
Standards referred to
(and not included in Normative references)

DIN 53370 Determination of plastic film and sheeting thickness by mechanical scanning
DIN EN ISO 527-1 Plastics – Determination of tensile properties – Part 1: General principles

(ISO 527-1 : 1993 + Corr 1 : 1994)
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Foreword
International Standard
ISO 527-3 : 1995 Plastics – Determination of tensile properties – Part 3: Test conditions for films and sheets,
which was prepared by ISO/TC 61 ‘Plastics’ of the International Organization for Standardization, has been
adopted by Technical Committee CEN/TC 249 ‘Plastics’ as a European Standard.
This European Standard shall be given the status of a national standard, either by publication of an identical text
or by endorsement, and conflicting national standards withdrawn, by February 1996 at the latest.
In accordance with the CEN/CENELEC Internal Regulations, the national standards organizations of the
following countries are bound to implement this European Standard:
Austria, Belgium, the Czech Republic, Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,
Luxembourg, the Netherlands, Norway, Portugal, Spain, Sweden, Switzerland, and the United Kingdom.

Endorsement notice
The text of the International Standard ISO 527-3 : 1995 was approved by CEN as a European Standard without
any modification.
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(recommended radius:                             )
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